
COMPOUND #30039
NEOPRENE SPONGE/CLOSED CELL

ASTM-2C3 E1

PHYSICAL TEST PROPERTIES SPECIFICATION

COMPRESSION DEFLECTION 25% DEFLECTION PSI
KN/M2

9-13
63-91

WATER ABSORPTION % MAXIMUM WEIGHT 5

DENSITY CU. FT 20

OZONE RESISTANCE QUALITY RETENTION EXCELLENT

HEAT RESISTANCE:
COMPRESSION
DEFLECTION
(ASTM D1056-91, 7 DAYS AT
70°F)

CHANGE FROM ORIGINAL C/D
VALUE
(%)

22

FLUID RESISTANCE
(ASTM-D-1056-91, SUFFIX E1)
7 DAYS AT R.T. IN REFERENCE
FUEL B

CHANGE IN WEIGHT (%) +136
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